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CORRUGATED METAL DRAINAGE PIPE 
 

GENERAL 

This evaluation procedure outlines the Department’s approval process for Corrugated Metal Drainage Pipe 

(CMP) Manufacturers.  

SPECIFICATIONS 

TDOT Standard Specification 915.02  ASTM A90  

Standard Drawing D-PB-2  ASTM A370  

Standard Drawing D-PG-3 ASTM A760  

AASHTO M 36  ASTM A792  

AASHTO M 190  ASTM A796  

AASHTO M 196  ASTM A849  

AASHTO M 218  ASTM A924  

AASHTO M 245  ASTM A929  

AASHTO M 246  ASTM A978  

AASHTO M 274  ASTM A1073  

AASHTO M 289  ASTM E376  

AASHTO T 241   

AASHTO T 249   

PROCEDURES 

Tennessee Department of Transportation (TDOT) will use the National Transportation Product Evaluation 

Program’s (NTPEP) National Audit Program (NAP) in its approval process.  

 

Before adding a manufacturer to the Producer List:  

• TDOT will review the NTPEP audit report along with corrective actions.  

 

In order to remain on the Producer List, the manufacturer must:  

• Annually submit the NTPEP audit report.  

• Submit test samples per TDOT Standard Operating Procedure (SOP) 1-1.  

 

All submittals must be submitted to Headquarters Materials and Tests Division at the contact listed below.  

 

Headquarters Materials and Tests Division  

6601 Centennial Boulevard  

Nashville, Tennessee 37243  

 

Jonathan Vest/Jonathan.Vest@tn.gov/615-350-4135 

 

https://www.tn.gov/content/dam/tn/tdot/hq-materials-tests/standard-operating-procedures/Quality%20Assurance%20Program%20for%20the%20Sampling%20and%20Testing%20of%20Materials%20and%20Products%20(SOP1-1).pdf
https://www.tn.gov/content/dam/tn/tdot/hq-materials-tests/standard-operating-procedures/Quality%20Assurance%20Program%20for%20the%20Sampling%20and%20Testing%20of%20Materials%20and%20Products%20(SOP1-1).pdf
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